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Applicant : Jinhua Feimi Intelligent Technology Co.,Ltd
Address . No.14 Peony South Road, Baiyang Avenue, Wuyi County, Zhejiang Province

The submitted sample and sample information was/were submitted and identified by/on the behalf
of the client

Sample name : Electric Scooter

Testing type /model : G3PRO

Additional type Imodel : N/A

Trademark : N/A

Manufacturer name : Shenzhen HengZhiHe Technology Co., Ltd

Address : Room 4006, Hasee Computer building, Bantian street, Longgang District,
Shenzhen

Sample received date : May. 25, 2022

Testing period : May. 25, 2022 to Jun. 07, 2022

Test requested . As specified by client, to test the Lead(Pb), Cadmium(Cd), Mercury(Hg),

Hexavalent Chromium(Cr(V1)), Polybrominated Biphenyl(PBBs),
Polybrominated Diphenyl Ethers (PBDEs), Diisobutyl phthalate (DIBP),
Dibutyl phthalate(DBP), Benzyl butyl phthalate(BBP), Di-2-ethylhexyl
phthalate(DEHP) in the submitted sample in accordance with the RoHS
Directive 2011/65/EU and amendment Commission Delegated Directive
(EU) 2015/863 with effective from 22 July 2019.

Test Method . Please refer to the following page(s)
Test Result(s) : Please refer to the following page(s)
Conclusion : The test results comply with the limits of RoHS 2.0 Directive (EU) 2015/863

and (EU)2017/2102 amending Annex Il to Directive 2011/65/EU.

******FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S)******

Producer By : _&Mh Authorized Signer
(Betty-t=tang / ineer)

Date: Jun, 07, 2022
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Test Method:

A. Screening test by XRF spectroscopy
XRF screening limits in mg/kg for regulated elements according to IEC 62321-3-1:2013.

Limit of IEC 62321-3-1:2013. Unit (mg/kg) MDL

Element Other

Polymers and Metals Composite Material Polymers .
material
Pb BLs(700-30)<8)|(_ <(1300+30) BLs(500-3ol<o)i<(1500+30) 10 mg/kg 50 mglkg
cd BLS(?O_SOLB)T_<(13O+3O) LODS(50-32)5|)_( <(150+30) 10 mg/kg 50 mg/kg
Hg BLS(?OO—SOLB)T_<(1300+30) BLS(500—301§)>§_<(1500+30) 10 mg/kg 50 mg/kg
Cr BL<(700-30)< X BL<(500-30)< X 10 mg/kg 50 mg/kg
Br BL<(300-30)< X BL<(250-30)< X 10 mg/kg 50 mg/kg

Note:

-BL = Under the XRF screening limit

-OL = Further chemical test will be conducted while result is above the screening limit
-X= The symbol “X” marks the region where further investigation is necessary

-30= The reproducibility of analytical instruments

-LOD= Detection limit

B. Chemical Test

Test Item Test Method e MDL Limit
quipment
Lead (Pb) IEC 62321-5:2013 ICP-OES | 2mg/kg | 1000 mg/kg
Cadmium (Cd) IEC 62321-5:2013 ICP-OES 2 mg/kg 100 mg/kg
Mercury (Hg) IEC 62321-4:2013+AMD1:2017 | ICP-OES 2mg/kg | 1000 mg/kg
Hexa"a'e”t(mrt‘;?;'“m Cr (V) IEC 62321-7-1:2015 UV-VIS | 0.1 pglem? | 0.13 pglcm?
Hexavalent Chromium Cr (V1) IEC 62321-7-2:2017 UV-VIS | 8mgkg | 1000 mg/kg
(Nonmetal)
Po'ybmng‘gg‘:ﬁ'phe”y's IEC 62321-6:2015 GC-MS | 5mg/kg | 1000 mglkg
Polybrominated Diphenyl Ethers IEC 62321-6:2015 GC-MS | 5mg/kg | 1000 mglkg
(PBDEs)
Phthalates )
(DBP. BBP DELID. DIER) IEC 62321-8:2017 GC-MS | 50mg/kg | 1000 mg/kg
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Test Result(s):
Sample Sample XRF Screening Chemical Test .
L Tested Items . . Conclusion
No. Description Test Unit (mg/kg) Unit (mg/kg)
Pb BL /
Cd BL /
1 Headlights Hg BL / PASS
Cr(Cr(VIl)) BL /
Br(PBBs&PBDEs) BL /
Pb BL /
Cd BL /
I ol N . ,
Cr(Cr(VI)) BL /
Br(PBBs&PBDEs) BL /
Pb BL /
Cd BL /
3 Mudguard Hg BL / PASS
Cr(Cr(VI)) BL /
Br(PBBs&PBDEs) BL /
Pb BL /
Cd BL /
4 Auxiliary wheels Hg BL / PASS
Cr(Cr(VI)) BL /
Br(PBBs&PBDEs) BL /
Pb BL /
Cd BL /
5 Metal charging port Hg BL / PASS
Cr(Cr(VI)) BL /
Br(PBBs&PBDEs) / /
Pb BL /
_ Cd BL /
o | Pesiciorest T g oL /
Cr(Cr(VI)) BL /
Br(PBBs&PBDEs) BL /
Pb BL /
Cd BL /
/ Foot support Hg BL / PASS
Cr(Cr(VI)) BL /
Br(PBBs&PBDEs) / /
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Sample Sample XRF Screening Chemical Test .
L Tested Items . . Conclusion
No. Description Test Unit (mg/kg) Unit (mg/kg)
Pb BL /
Cd BL /
8 Meter Hg BL / PASS
Cr(Cr(VI)) BL /
Br(PBBs&PBDEs) BL /
Pb BL /
Cd BL /
9 Metal screw Hg BL / PASS
Cr(Cr(Vl)) BL /
Br(PBBs&PBDEs) / /
Pb BL /
Cd BL /
10 Brake lever Hg BL / PASS
Cr(Cr(VI1)) BL /
Br(PBBs&PBDESs) BL /
Pb BL /
Cd BL /
11 Hooks Hg BL / PASS
Cr(Cr(VI)) BL /
Br(PBBs&PBDEs) BL /
Pb BL /
Cd BL 4
12 Pinball Hg BL / PASS
Cr(Cr(VI)) BL /
Br(PBBs&PBDEs) / /
Pb BL /
Cd BL /
13 Front riser Hg BL / PASS
Cr(Cr(VI1)) BL /
Br(PBBs&PBDES) / /
Pb BL /
Cd BL /
14 Knobs Hg BL / PASS
Cr(Cr(VI1)) BL /
Br(PBBs&PBDESs) BL /
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Sample Sample XRF Screening Chemical Test .
L Tested Items . . Conclusion
No. Description Test Unit (mg/kg) Unit (mg/kg)
Pb BL /
Cd BL /
15 Batterglgfex base Hg BL / PASS
Cr(Cr(VI1)) BL /
Br(PBBs&PBDEs) BL /
Pb BL /
Cd BL /
16 Side lights Hg BL / PASS
Cr(Cr(VI1)) BL /
Br(PBBs&PBDES) BL /
Pb BL /
Cd BL /
17 Rear tail light Hg BL / PASS
Cr(Cr(VI1)) BL /
Br(PBBs&PBDESs) BL /
Pb BL /
Cd BL /
18 Motors Hg BL / PASS
Cr(Cr(VI1)) BL /
Br(PBBs&PBDEs) / /
Pb BL /
Cd BL /
19 PCB Hg BL / PASS
Cr(Cr(VI1)) BL /
Br(PBBs&PBDEs) BL /
Pb BL /
Cd BL /
20 Tin Hg BL / PASS
Cr(Cr(VI1)) BL /
Br(PBBs&PBDESs) / /
Pb BL /
Cd BL /
21 Connecting cable Hg BL / PASS
Cr(Cr(VI1)) BL /
Br(PBBs&PBDES) BL /
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Result Unit (mg/kg) Acceptable
Tested Item(s) Limit
1 2 3 4 5 Unit (mg/kg)
Di-isobutyl phthalate(DIBP)
N.D. N.D. N.D. N.D. / 1000
CAS #:84-69-5
Dibutyl phthalate(DBP)
N.D. N.D. N.D. N.D. / 1000
CAS #:84-74-2
Benzylbutyl phthalate(BBP)
N.D. N.D. N.D. N.D. / 1000
CAS #:85-68-7
Di-2-ethylhexyl phthalate(DEHP)
N.D. N.D. N.D. N.D. / 1000
CAS #:117-81-7
Result Unit (mg/kg) Acceptable
Tested Item(s) Limit
6 7 8 9 10 Unit (mg/kg)
Di-isobutyl phthalate(DIBP)
N.D. / N.D. / N.D. 1000
CAS #:84-69-5
Dibutyl phthalate(DBP)
N.D. / N.D. / N.D. 1000
CAS #:84-74-2
Benzylbutyl phthalate(BBP
2/buly'p (BBP) N.D. / N.D. / N.D. 1000
CAS #:85-68-7
Di-2-ethylhexyl phthalate(DEHP)
N.D. / N.D. / N.D. 1000
CAS #:117-81-7
Result Unit (mg/kg) Acceptable
Tested Item(s) Limit
11 12 13 14 15 Unit (mg/kg)
Di-isobutyl phthalate(DIBP)
N.D. / / N.D. N.D. 1000
CAS #:84-69-5
Dibutyl phthalate(DBP)
N.D. / / N.D. N.D. 1000
CAS #:84-74-2
Benzylbutyl phthalate(BBP)
N.D. / / N.D. N.D. 1000
CAS #:85-68-7
Di-2-ethylhexyl phthalate(DEHP)
N.D. / / N.D. N.D. 1000
CAS #:117-81-7
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Result Unit (mg/kg) Acceptable
Tested Item(s) Limit
16 17 18 19 20 21 Unit (mg/kg)
Di-isobutyl phthalate(DIBP)
N.D. N.D. / N.D. / N.D. 1000
CAS #:84-69-5
Dibutyl phthalate(DBP)
N.D. N.D. / N.D. / N.D. 1000
CAS #:84-74-2
Benzylbutyl phthalate(BBP)
N.D. N.D. / N.D. / N.D. 1000
CAS #:85-68-7
Di-2-ethylhexyl phthalate(DEHP)
N.D. N.D. / N.D / N.D. 1000
CAS #:117-81-7

Note:
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL)

-mg/kg = ppm = parts per million

-Negative = Absence of Cr(VI) , the detected Cr(VI) concentration in the boiling water extraction solution is less

than 0.02 mg/kg with 50cm? sample surface area used.

-Positive = Presence of Cr(VI), the detected Cr(VI) concentration in the boiling water extraction solution is equal

to or greater than 0.02 mg/kg with 50cm? sample surface area used.

-#=According to the directive (2011/65/ EU), Lead is exempted as copper alloy containing up to 4% lead by

weight.

Remark:

- The screening results are only used for reference.

- When conducting the test for PBBs & PBDEs, XRF was introduced to screen Br Exclusively;

- When conducting the test for Hexavalent Chromium, XRF was introduced to screen Chromium exclusively.

-~
Address: 7th Floor, Block A, Building E, Yongwei Industrial Park, No. 118, Yongfu Road,

Shenzhen CCTI Technology Co., Ltd.

Qiaotou, Fuhai Street, Bao'an District, Shenzhen, Guangdong, China
Tel: 400-188-9662

Email: ccti@ccti-lab.com

Http://www.ccti-lab.com



mailto:dgcs@atc-lab.com
http://www.dgatc-lab.com/

QD T
Test Report

Report No. CCTI-2022052609R Date: Jun. 07, 2022 Page 8 of 14
Test Process:

The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.

€ |EC 62321-5:2013 Ed.1.0

N N p
Weigh the sample Add digestion Digest the

Pb/Cd ingio a vesselp —> reagent —> sample ]

J _J J

Dry Ashing/
Alkali Fusion/ [(—] Residue
Analyzed Make up with Acid Dissolution

by deionized {—] Filtration

ICP-OES water
—[ Solution ]

€ |EC 62321-4:2013+AMD1:2017 Ed.1.0

) Weigh sample and ) )
b : : Digest sample in
place itin a Add digestion ,
Hg —> microwave digestion —> reagent —> microwave
vessel digestion oven
J J J
Alkali Fusion/ Resid
(— esidue
Acid Dissolution
Analyzed Make up with

deionized (— Filtration

by
ICP-OES water

[ Solution ]
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€ |EC 62321-7-2:2017 Ed.1.0

N
Weigh sample . .
Igl P — Add digestion Heat at90-95°Cfor
Cr(VI) and place itina reagent —— > 3 hours
conical flask )
(" R ( (
Adjust the pH value : Add test Adjust the pH value ¢ Cool and filter
of the solution solution of the solution
N\ ) . _
4 ﬂ N\ N\
Make up with . Analyzed
deionized water by UV-Vis
. J _/

€ |EC 62321-6:2015 Ed.1.0

) Weigh sample ) )
Extracted with Concentrate the
PBBs/ PBDEs and place itin a , —>
) organic solvent extract
Y, thimble ) ) ﬂ
( (
Analyzed : Make up with Transfer the extract
by GC-MS organic solvent into a volumetric flask
g \

€ |EC 62321-8:2017 Ed.1.0

A Weigh sample ) ( )
Extracted with Concentrate the
Phthalates and placeitina [|— _ —>
. organic solvent extract
J thimble ) L ) ﬂ
e e
Analyzed : Make up with Transfer the extract
by GC-MS organic solvent into a volumetric flask
. .
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Photograph of Sample

Figure 1

Figure 2
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Figure 4

.
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Figure 5

Figure 6
— I—
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Figure 7

Figure 8
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Figure 9

*kkkk End of Report *kkkk

The test report is effective only with both signature and specialized stamp. The result(s) shown in this report refer only to the

sample(s) tested. Without written approval of CCT], this report can’t be reproduced except in full.
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